
Thermal Treatments

Recommended Heat Treatment

Forging
1100℃ /2012℉

Annealed 
830℃ /1526℉

Minmum30min

Preheat
750℃ /1382℉

30min

Quench
820℃/1508℉

Maximum 10min

FC 25℃/h
(77℉/h)

AC
Oil or Water

AC Temper

120℃ /248℉

Minimum 120min
HRC65

NOTE: Results may vary with hardening method and section size. 

Typical Analysis
Carbon 1.05%

Chromium 0.35%
Tungsten 1.25%
Vanadium ≦0.2%
Manganese ≦0.4%
Nickel ≦0.25%
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Datasheet

Forging: Forging at 1100℃/2012℉ Do not forge below 1000℃/1832℉. You should anneal after forging.
Annealing: Annealing at 830℃ (1526℉) .Cooling speed not exceeding 25℃/h (77℉/h)
Quenching: Quenching at 800℃-840℃(1472℉-1544℉) Quenching in oil(50℃/122℉) or Water (25℃/77℉) 
Tempering: Tempering at 100℃-200℃(212℉-392℉) . 

Hardening
Annealed HRC25
Hardening Oil HRC66.5
Hardening Water HRC67.0


